
Fabric Munster
Width: 140 cm

Weight: 560 g/ml

Colour fastness to light: 6**** - EN ISO 105-B02
Colour fastness to rubbing wet: Colour 12= 3/4***, 
all other colours 4-5**** - EN ISO 105-X12
Colour fastness to rubbing dry: 4-5**** - EN ISO 105-X12

Pilling: 5***** - ISO 12945-2

Composition: 57% Acrylic, 43% Polyester

Abrasion: 50.000**** - EN ISO 12947-2

Classification for upholstery to be used in privat home:
* poor    ** caution    *** acceptable    **** good    ***** very good

The fabric changes appearance depending on the angle from which it is viewed. The change can range from a
more matt and darker surface to a shinier and lighter coloured one. The change is also noticeable in those areas
where the fabric is exposed to wear and tear. This change is typical of velour fabrics and is an expected and
intrinsic feature of this material.

Cleaning instruction:

Fabric direction:

MUNSTER 0002 MUNSTER 0004 MUNSTER 0006

MUNSTER 0008

MUNSTER 0039

MUNSTER 0007

MUNSTER 0009

MUNSTER 0014 MUNSTER 0016 MUNSTER 0020

MUNSTER 0024 MUNSTER 0029

MUNSTER 0012

MUNSTER 0021

MUNSTER 0010


